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Evaluation of the Environmentally Assisted Cracking Resistance of Surfaced-
Hardened Alloys in Artificial Seawater Using Slow Strain Rate Testing

Naval Research Laboratory (NRL)
Koul_MechanicalEngineering_2008ResearchReport NRL.pdf

Evaluation of the Environmentally Assisted Cracking Resistance of Optimally
Processed AA7085 Forgings in Artificial Seawater

Naval Undersea Warfare Center (NUWC)
Koul_MechanicalEngineering_2008ResearchReport NUWC.pdf

Rising Step Load Testing of a Large IN725 Forging
Northrop Grumman Oceanic Systems, Annapolis MD Division
Koul_MechanicalEngineering_2008ResearchReport_NorthropGrumman.pdf
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