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1. MATERIAL: 6061-T6 AL ALY PER QQ-A-250/11
2. FINISH: SURFACE TREATMENT IN ACCORDANCE WITH MIL-C-5541. CLASS 1A (IRIDITE)
3. COUNTERSINK FOR FLUSH FIT TO ACCOMODATE NAS1221R32 (.190-32 x 0.527)
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